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NOTICE

when government drawings, specifications, or other data are used for ony purpose other than in connection

with o definitely related government procurement operation the United States Government thereby incurs no responsi-
bility whatsoever; and the fact that the government may have Formulated Ffurnished, or In cay way supplied the sald
drawings, specifications, or other dato is not to be regerded by implication or otherwise as in any manner licensing the
holder or any other person or corporation or conveyling any rights or pernission to manufacture, use. or sell any patented
Invention that may In any way be reloted thereto. This report is not to be used In whole or In port for advertising or sales

purposes.

ABSTRACT S

Aeronautical Systems Division, ASD/SDML, requested assistance from
the Air Force Packaging Evaluation Activity,to conduct qualification
testing on the CNU-399E/425E fiberglass Maverick missiie containers. .
- L r

The CNU-399E/425E container 'was designed by Plastics Research
Corpeoration, 13538 Excelsior Dr®, Santa Fe Springs CA 90670 and was

fabrficated under contract - number F33657-87-C-2162>by AC Inc.,- 1085

Jordan Rd., PO Box 17069, SHuntsville AL 35810-7069. The containers

are environmentally sealed with a humidity indicator, desiccant port,

and a pressure relief valve. The containers. are designed to protect
one AGM-65A/B/C/D/E/F all-up-round Maverick missile during world-
wide shipment, storage, and handling. The containers will also be

used for one missile without the guidarce unit and for one missile
without the guidance unit and the hydraulic actuation system. The
CNU-425/E is the Air Force version of the container. The CNU-399/E
is the Navy version and differs from the CNU-425/E only in some
external Navy-specific handling features.

The test plan used for these containers was derived from ASD/SDML
Specification Number CON 319 dated 30 May 86. The tests were
conducted in accordance with Federal Test Method Standard No. 101,
Military Standard 648, U.N. Standard (Ref. ICAD 4.3) and ASD/SDML
Specification Number CON 319.

Results of the tests conducted on the containers were unacceptable.
The containers did provide adequate mechanical protection, protecting
the missile from severe shock, but environmental protection was
marginal. The containers were unable to pass the leak test after the
high temperature rough handling tests. - .
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INTRODUCTION

BACKGROUND: Aeronautical Systems Division (ASD/SDML), Wright-
Patterson AFB OH 45433-5999 requested assistance from the Air
Force Packaging Evaluation Activity (AFPEA) to conduct
qualification testing on fiberglass Maverick missile containers.
The CNU-399/425 container was designed by Plastics Research
Corporation, 13538 Excelsior Dr., Santa Fe Springs CA 90670 and
was fabricated under contract number F33657-87-C-2162 by AC Inc.,
1085 Jordan Rd., PO Box 17069, Huntsville AL 35810-7069.

PURPOSE: The purpose of this project was to determine whether
the CNU-399/425 containers would protect the contents, the AGM-
65A/B/C/D/E/F all-up-round (AUR) Maverick missile, as set forth
in ASD/SDML Specification Number CON 319. The container will
also be used for shipment, storage, and handling of the missile
less the guidance unit (GU) and the missile less both the GU and
the hydraulic actuation system (HAS).

TEST SPECIMEN

Two contailners (serial numbers 0168 and 0176) were sent from AC
Inc. for testing. The containers were the CNU-425, which is the

Air Force version of the container. The CNU-399 container, the
Navy version of the container, differs only 1in some external
Navy-specific handling features and was not tested. The corners

of the containers were numbered from the aft end (see figure 1).

DESIGN: The CNU-399/425 1s a controlled-breathing container with
a pressure relief valve, a humidity indicator, and a desiccant

port. The contailner is designed to limit the transmission of
shocks to the missile at 40G or 1less when subjected to the
conditions 1in ASD/SDML Specification CON 319. Twenty T-bolts

attach the container cover to the container base. The missile is
attached to the cradle by forward and aft clamps.

CONSTRUCTION: The container consists of a fiberglass reinforced
plastic cover, base, cradle, forward clamp and aft clamp, which
have been gel coated. Rubber pads between the missile and the
cradle prevent scratching or scarring of the missile body. Two

pound density polyethylene foam provides cushioning between the
cradle and the container base. A neoprene (or equivalent) gasket
provides a seal between the container base and the container
cover. It should be noted that the containers had additional
glass matting added to the cover (see figure 2) and the base (see
figure 3) than is described in the technicual data package. Also,
extra sealant compound was added to each hardware attachment
point (see figures 4 and 5) to potentially eliminate unfavorable
test results as described in attachments 1 and 2.




TEST OUTLINE AND TEST EQUIPMENT

TEST PLAN: Tests were conducted in accordance with Attachment 6
of contract number F33657-87-C-2162 (see table 1I). Table 11
tabulates the results of the instrumented testing. An additional
test of Barcol Hardness was conducted at the request of ASD/SDML
(see table IIT). Test methods and procedures used were as
outlined in Federal Test Method Standard 101 (FTMS No. 1C),
Military Standard 648 (MIL-STD-648), U.N. Standard (Ref. 1CAD
4.3) and ASD/SDML Specification CON 319 dated 30 May 86. Any
modifications to the standard procedures are noted in the test
plan or the results.

TEST CONTAINERS: Tests 1-11 in this report were performes on the
CNU-425 container (see figure 6).

TEST LOADS: All tests were conducted using the standard heavy
test load weighing 670 pounds. A container base loaded with 43Z1
pounds (five times the gross weight of a container with a heavy
standard 1load) was also used where noted to sinmulate stacked
containers.

TEST SITES: Testing was conducted at AFPEA, HQ AFLC D57/,
Building 70, Area C, Wright-Patterson AFB OH 454312-5999 it.e
equipment required for each test is noted in the test plan.

TEST PROCEDURES AND RESULTS

INCOMING INSPECTION (CNU-425)

Test No. 1: The container, as received, was visuall®
inspected. The exterior and interior surfaces, hardware,
cushioning, markings, and container seal were inspected. The

container was also checked for weight compliance.

Results: Container 0168 weighed 386 pounds and containcr
0176 weighed 394 pounds. The total weight is over the 350 pouni
limit in the CON 319 specification, but was waived by ASD, SDMI..
All other container features were found to be acceptable.

LEAK TEST

Test No. 2: The pneumatic pressure test and the vacuun
retention test were conducted in accordarce with FTMS No. 101,
Method 5009.2. The test was performed at 1.00 psig. The failure
criteria for the test was 0.050 psig loss during a 60 minute
period.

Results: At the end of the 60 winute test period, container
0168 had a pressure test leak rate of 0.003 psig and a vacuum
test leax rate of 0.027 psig. After 60 minutes, container 0176
had a pressure test leak rate of 0.00 psig, however leaks were
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found in flange at T-bolts 13 and 17. The vacuum test on
container 0176 had a leak rate of 0.027 psig. The results of
this test are acceptable.

ROUGH HANDLING TESTS (AMBIENT TEMPERATURE), STACKED PENDULUM
IMPACT

Test No. 3: Containers 0168 and 0176 were subjected to the
rough handling, stacked pendulum impact test in accordance with
5.2.7.1 of MIL-STD-648. The impact velocity was 7 feet/sec from
a drop height of 9 inches. Container 0176 was the test container
and was instrumented.

Results: Visual inspection revealed damage to the forward
stacking interface on the bottom of container 0168 (see figure
7). Container 0176 was damaged on the forward stacking interface
on the cover (see figure 8). A maximum of 13.1Gs was obtained
during the test.

LEAK TEST

Test No. 4: The pneumatic pressure test was conducted in
accordance with FTMS No. 101, Method 5009.2 on container 0176.
The test was performed at 1.00 psig. The failure criteria for

the test was 0.013 psig loss during a 15 minute pericd.

Results: At the end of the 15 minute test period the
pressure loss was 0.000 psig. It should be noted that the room
temperature increased .5°C. However, leaks wcre evident at bolts
in forkwell area (below T-bolts %, 15 & 18) and T-bolts 3, 4 &
13. The results of this test are acceptable.

ROUGH HANDLING TESTS (+140°F)

Test No,. 5A: The high temperature cornerwise-drop
(rotational) test was conducted in accordance with FTMS No. 101,
Method 5005.1. The height of the drop was 20 inches.

Container 0176:

Results: Visual inspection revealed no apparent damage
to tne exterior of the container. A maximum of 10.2Gs was
obtained during the test.

Container 0168:

Results: Visual inspection revealed no apparent damage
to the exterior of the container. A maximum of 9.7Gs was
cotained during the test.

Test No. 5B: The high temperature edgewise-drop
(rotational) test was conducted in accordance with FTMS No. 101,
Method 5008.1. The height of the drop was 20 inches.

3




Container 017¢:

Results: Visual inspection revealed no apparent damage
to the exterior of the container. A maximum of 10.0Gs was
obtained during the test.

Container 0168:

Results: Visual inspection revealed no apparent damadge
to the exterior of the container. A maximum of 11.4Gs was
obtained during the test.

Test No. 5C: The high temperature pendulum-impact test was
conducted 1in accordance with FTMS No. 101, Method 5012. The
impact velocity was 10 ft/sec from a drop height of 18.6C 1nches.

Container 0176:

Results: Visual inspection revealed no apparent damage
to the exterior of the container. A maximum of 10.0Gs was
obtained during the test.

Container 0162: (see figure 9)
Results: Visual inspection revealed no apparent danage
to the exterior of the container. A maximum of 10.3Gs was

obtained during the test.

Complete visual inspection on container 0176, atter the hign
temperature rough handliing tests revealed chips broke away fron
the forkwell pockets (cee figure 10)., gel coat came off of flang:
at corners 1-4, 1-2 and on base at corner 1-4. Crazing was
evident on container base below T-bolt 14 and on cover between T-
bolts 13 & 14. The feollowing leak test failed, therefore tho
high temperature rough handling test results were unacceptable.

Complete visual 1inspection on container 0168, after the hiah
temperature rough handling tests revealed chips broke away from
flange at corner 1-2 (see figure 11), crazing was evident on the
base at corner 2-3 and cracks were evident in the forkwell
pockets on side 2 in two places. The follewing leak test failed,
therefore the high temperature rouygh handling test results were
unacceptable.

LEAK TEST

Test No. 6: The pneumatic pressure test was conducted in
accordance with FTMS No. 101, Method 5009.2. The test was
performed at 1.00 psig. The failure criteria for the test was

0.013 psig loss during a 15 minute period.
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Container 0176:

Results: At the end of the 15 minute test period the

pressure loss was 0.036 psig. Leaks were evident at bolts 1in
forkwell area below T-bolts 5 & 15 and the security seal on side
2. The container was opened and side 4 forward strap had broken

(not in stitching, see fiqure 12); forward clamp cracked on side
4 area; abrasion on aft end of lower cradle (see figure 13);
forward rubber cushioning on lower cradle was deformed; forward
portion of lower cradle unglued from cushion (see figure 14); and
delamination on inside of cover on forward stacking interface
(see figure 15). The results of this test are unacceptable.

Container 0168:

Results: At the end of the 1% minute test period the
pressure loss was 0.058 psig. Leaks were evident on aft end side
4 tiedown ring, at flange between T-bolts 16 & 17 and at T-bolts

7 & 16. The container was opened and the forward clamp cracked
further (see figure 16); abrasion evident on aft end of lower
cradle; the forward rubber cushioning on lower cradle was
deformed (see figure 17); forward portion of lower cradle unglued

from the cushion; upper back fin of missile on side 2 hit the
desiccant basket; and the aft clamp was no longer straight
(appears missile moved forward, see figure 18). The results of
this test are unacceptable.

FREE FALL DROP TEST (18")

Test No. 7: The free fall drop test was conducted in
accordance with ASD/SDML Specification CON 319, 4.2.2.1.10 on
container 0168. The drop height was 18 inches.

Results: Visual inspection revealed no damage to the
container. A maximum of 19.0Gs was obtained during the test.
The results of this test are acceptable.

LEAK TEST

Test No. 8: The pneumatic pressure test was conducted in
accordance with FTMS No. 101, Method 5009.2 on container 0168.
The test was performed at 1.00 psig. The failure criteria for

the test was 0.013 psig loss during a 15 minute period.

Results: At the end of the 15 minute test period the
pressure 1loss was 0.000 psiqg. The results of this test are
acceptable.
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HOISTING STRENGTH TEST (1 RING AND 4 RING})

Test No. 9: The single ring hoisting test was conducted in
accordance with MIL-STD-648, paragraph 5.8.5 on contalner 0168&.
The loaded container was lifted by one 1ift ring and suspende.l
for one hour. The 4 ring hoisting strength test was conducted in
accordance with MIL-STD-648, paragraph 5.8.3 on container 0176.
The container was loaded with 5,320 pounds (usiig the simulated
stacked load) and hoisted by all four lift points simultaneously
and left hanging for one hour (see figure 19).

Results: Visual inspection on container 0168 revealed that
the ring located on side 2, aft end elongated approximately 0.7

inches (see figure 20). Visual inspection revealed no darag.s o
container 0176. The results of this test are acceptahle.
LEAK TEST

Test No. 10: The pneumatic pressure test was conducted 1n
accordance with FTMS No. 101, Method 5009.2 on containers 0148
and O0176. The test was performed at 1.09 psiqg. The failmre

criteria for the test was 0.013 psig less during a 15 minutr«
period.

Results: At the end of the 15 ninute test pevisd tho
pressure loss was 0.000 psig for containers 0168 and 0176. Th.
results of this test are acceptable.

'REE_FALI, DROP_TEST (4}

Test No. 11: The free fall drop was conducted oo container
168 1in accordance with U.N. Standard (Rer. ICAD 4.3), with o
drop height of 4 feet. The failure criteria shall be when the

container spills its contents.

Results: Visual inspection revealed a crack in the forkwel!
pocket on side 4; crazing in the aft end of the base: ani the
record receptacle cover attachments points sheared off and could
no longer be secured to the container (see figure 21). The
results of this test are acceptable,

CONCLUSTONS

1. A strap broke during higli temperature rough handling. This
strap was not twisted when “ne container was received and it has
been determined that the force from the pendulum imract over
stressed the strap and broke it.

2. Leaks occurred in the container forkwell area, at various T-
bolts, at a tiedown ring, and in the flange area between T-bolts.
It has been determined that these leaks occurred due to the rough
handling tests, which loosrned the T-bolts.

[




3. Cracks were present or developed in the forward clamp during
rough handling tests. It was determined that the missile moved
forward, damaging the inside of the forward clamp and the rubber
padding on the lower cradle and abrading the aft end of the lower
cradle. ‘

4. Delamination in the fiberglass, especially in the base and
around the desiccant basket occurred throughout testing.

5. The containers did provide adequate mechanical (physical,
i.e. low G-levels recorded) protection for the missile, bt
environmental protection is very marginal (containers unable to
pass the leak test after the high temperature rough handling).

RECOMMENDATIONS

1. The following improvements may prevent and/or eliminate
problems in the containers:

a. Ensure enough sealant compound 1is applied to the
attachment bolts just prior to installation. Also, add more
sealing compound around all attachment points (i.e. bolts at
forkwell area, tiedown rings, bolts that secure straps to the
container base, handles, etc.)

b. After hardware is installed, apply an additional glass
"patch" over bolts at forkwell area to eliminate potential
leakage areas.

C. Examine sealing surface for roughness. 1f rough areas
are found, sand until sealing surface is smooth. Wipe away any
dust or dirt.

d. Clean sealing surface thoroughly to eliminate ali dust
and/or dirt. Possibly use an alcohol base solvent.

e. Use a digital readout torque wrench to close the
container at the manufacturer (to approximately 100 in-lbs).
This would ensure that equal forces are applied over the entire
length of the flange, and would eliminate over compression and/or
under compression of the gasket.

f. Add to the data package, nuts bonded/secured on the
inside of container to install the humidity indicator and the
pressure relief valve. The fiberglass threads quickly stripped

out during testing.

g. Have the containers pressure tested after the missile
has been 1loaded at the missile manufacturer to insure
environmental protection.
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2. LEAX TEST
Fed-Std-101 leak Test: Test at amdient Neter
Method 50059.1 Pncumatic Pressure, 1.0 PS) condition fron Mariorg1er
(4.2.2.1.16) Yatuum Pressure, 1.0 PS) coopressed air
Leakage must be less than supply/vatuur pury
0.050 PSI per hour. .
3. | ROUGH HANDLING TES}S (AMBIENT TCMPERATURE )
é. KIL-STD-648 Stacked Perndulum-Impact Test, Stacked 2 high end |2 contairers
pare. 5.2.7.1 fmpact velocity 7 ft/sec, drop | banded, one fmpact
height 8.0 inches. Banding of | on each end, and on
containers shall be through the ] eath side, tote) of
banding reliefs provided on the | 4 fmpacts u/heaviesé
container AUR .
q. LEAK TEST
Fed-Std-101 Leak Test: Test at ambient Water
Method 5009.1 Pneumatic Pressure, 1.00 PSI condition fror Manorecter
(4.2.2.1.16) Leakage must be less than cocpressed air
0.013 PSI 1q 15 minutes. supply.
13. | ROUGH HANDLING TESJS (HIGH TEMPLRATURL ¢ 140°F)
:. Fed-Std-101 High Temperature Cornerwise- One drop on 2 Ciag.
Method $005.1 drop (Rotational) Test, heat in | corners w/hesviest
(4.2.2.1.2) chamber +140°F for not less AUR total of tw>
than 24 hours, drop height 20 drops
inches.
Comuinto: TABLE 1.
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F33657-87-C-21¢62

Jic~, :1eC By:

Tesy | Ref Std/Spec Test Title an? Fevarvter: '
5 1 Ncthod e 1o > cornt . : Instruren:
Ne. :;w'r:::dug' _ vi.frguerastion tion
b. Fed-Std-10} High Terperature [dgewise-drop [Onc drop to twy
Fetho¢ 5006.1 (Rotational) Test, hcat in bottom cdges,
(6.2.2.).2) chamber ¢ 140° for not less 1ots) of 2 Grovs.
than 24 hours, drop height 20 w/neaviest AUR
inches.
4 €. .]Fed-$14-101 High Temperature Pendulum-Impact |One impact on each |Thermocouple
Method 5012 Test, heat fn chamber ¢165°F side and each end
(4.2.2.1.7) for period not less than 6 hrs |Jtotal of 4 impacts
i temperature of shock mitigation |w/heaviest AUR
systen at time of test shall be
+140° (¢ 5°F). lmpact
v velocity 10 ft/sec, drop ¥rom
? 18.60 fnches.
5
4. LEAX TESY - .
i Fed-Std-101 eak Test: , : .
4 Method 5005.) Pneumatic Pressure, 1.00 PSI Test at amdient Water
\ (4.2.2.1.16) Leakage must be less than condition fror Manometer
0.013 PS] in S minutes. compressed air
supply. '
19 . | FRLE FALL DROP TESY.
(4.2.2.1.10) Hfree Fall Flat Drop Test, drop |One drop on bottom
§ height 18 inches. w/heaviest AUR.
J 4. LEAK TEST . ‘
Fed-5t4-101 keal Test: Test at amdient Water
Method S005.1 Pneumatic Pressure, 1.00 P51 condition fror Hanoneter
(4.2.2.1.1¢€) eakage must be less than compressed 3ir
0.013 PS] 1n 1S minutes. supply.
4
: foemnents: TABLE I (Cont'd)
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'n‘;‘ ::; %%sg:i d Teot Title and Parsneters Configuration Instruernc.
* Yor Procedure tion
23. [MHOISTING STRENGTH REST
Mil-Std-648 Hoisting Test, container loaded |lest:
Pars 4.17.3.1 ¢ t0 3 times gross weight. Hoist V. w/ heaviest AUR
5.8.1 with the HLU 216/E weapon cradlq T
! {4.2.2.1.12) hoist beam and leave hanging for]
; 1 hour. Hoist Yoaded container
: at one 1ift point and leave
; hanging for one hour. Hoist ong
i contafner loaded to 5 times
3 gross weight by all 1ift points
‘ simultaneously and leave hanging
1 for one hour. Legs of the
1 sling should be greater than
! 30° from the horizontal. Rings
i should be at least 2 1/2 inches -
g diameter. T
i &4 LEAX TEST
: lred-Std-IOI Leak Test: Test at ambient Water
! Method 5009.1 Pneumatic Pressure, 1.00 PS]1. |condition from Vanometer
] (4.2.2.1.16) Leakage must be less than compressed air
i T 0.013 PS1 in 15 minutes. supply.
$18. {FREE FALL FLAT DRO
f U.X. Standard Free fall drop test. Drop One flat drop N/A
' (Ref. ICAD 4.3) height 4 feet. onto a8 concrete
3 surface w/heaviest
Note: Success criteria is AUR. -
! that the missile stay
? inside the container.
Commento:
- TABLE 1. (Cont'd)
1vs,9:0d By: bppruved by




TABLE II. G-LEVEL TEST RESULTS

ROUGH HANDLING, STACKED PENDULUM IMPACT, CONTAINER 0176

Impact Orientation CG Accelerometer (Gs)
7 ft/sec pendulum-impact Side 1 8.3
7 ft/sec pendulum-impact Side 2 13.1
7 ft/sec pendulum-impact Side 3 10.0
7 ft/sec pendulum-impact Side 4 6.4

O
HIGH TEMPERATURE ROUGH HANDLING TESTS (+140 F)

Inpact Position Filter* CG Accelerometer (Gs)

CONTAINER 0168

20" drop Corner 1-2 34 Hz 9.7
20" drop Corner 3-4 34 Hz 7.6
20" drop Edge 3 33 Hz 7.9
20" drop Edge 4 32 Hz 11.4
Pendulum Side 1 32 Hz 7.7
Pendulum Side 2 25 Hz 9.5
J Pendulum Side 3 39 Hz 9.4
Pendulum Side 4 24 Hz 10.3
CONTAINER 0176
; 20" drop Corner 1-4 32 Hz 10.2
} 20" drop Corner 3-4 32 Hz 8.7
20" drop Edge 1 45 Hz 10.0
20" drop Edge 2 45 Hz 4.8
Pendulum Side 1 32 Hz 6.3
Pendulum Side 2 30 Hz 8.8
d Pendulum Side 3 54 Hz 8.6
1 Penidulum Side 4 25 Hz 10.0

* Filtered at 5/(2T), T = duration (sec).

FREE FALL DROP, CONTAINER 0168

Drop height Acceleration at CG (Gs)

R

18 inches 19.0
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TABLE III. BARCOL HARDNESS TEST RESULTS

BARCOL HARDNESS RECORDING*
LOCATION ACTUAL AVERAGE

CONTAINER 0168

Cover, exterior, side 1 42, 38, 38 39
Cover, exterior, side 2 42, 43, 49 45
Cover, exterior, side 3 44, 42, 39 42
Cover, exterior, side 4 33, 44, 42 39
Cover, exterior, top center 42, 45, 41 43
Cover, exterior, top stacking
interface 39, 30, 40 37

Cover, interior 38, 60, 40, 47 46
Base, exterior, side 2 44, 33, 45 41
Base, exterior, side 4 44, 46, 49 46
Base, interior 52, 43, 53, 55 51
Base, interior, flange 44, 28, 38, 41 38
Forward clamp 51, 47, 47, 50 49
CONTAINER 0176
Cover, exterior, side 1 49, 49, 49 49
Cover, exterior, side 2 52, 52, 45 50
Cover, exterior, side 3 51, 47, 52 50
Cover, exterior, side 4 52, 52, 50 51
Cover, interior 42, 32, 30, 35,

47, 40 38
Base, exterior, side 2 43, 42, 44 43
Base, exterior, side 4 44, 43, 38 42
Base, interior 52, 43, 50, 55 50
Base, interior, flange 34, 19, 17, 12,

18 20
Forward clamp 28, 57, 53, 56,

58 50
* The container component shall exhibit an average Barcol

hardness of 40 minimum. No reading less than 30 is acceptable.
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FIGURE 4. ADDITIONAL SEALANT COMPOUND, TIEDOWN RING.

FIGURE 5. ADDITIONAL SEALANT COMPOUND, STRAP ATTACHMENT POINT.
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FIGURE 6. CNU-425/E CONTAINER.

FIGURE 7. STACKED PENDULUM-IMPACT TEST, DAMAGE TO CONTAINER 0168.
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FIGURE 8.

STACKED PENDULUM-IMPACT TEST, DAMAGE TO CONTAINER 0176.

FIGURE 9.

HIGH TEMPERATURE PENDULUM-IMPACT TEST, CONTAINER 0168.
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FIGURE 10.

FIGURE 11.

FORKWELL POCKET, CONTAINER 0176.

DAMAGE AT CORNER 1-2, CONTAINER 0168.
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FIGURE 12. BROKEN STRAP, CONTAINER 0176.

FIGURE 13.

ABRASION ON LOWER CRADLE, CONTAINER 0O176.
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FIGURE 14. CRADLE UNGLUED FROM CUSHION, CONTAINER 0176.

FIGURE 15. DELAMINATION ON COVER INTERIOR, CONTAINER 0176.
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FIGURE 16. FORWARD CLAMP DAMAGE, CONTAINER 0168.

FIGURE 17. DEFORMATION OF RUBBER CUSHIONING, CONTAINER 0168.
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FIGURE 18.

AFT CLAMP MOVEMENT, CONTAINER 0168.
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FIGURE 19. FOUR RING HOISTING TEST, CONTAINER 0176.
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j FIGURE 20. ONE RING HOISTING TEST, CONTAINER 0168.

1 FIGURE 21. DAMAGE TO RECORD RECEPTACLE COVER, CONTAINER 0168,
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Cameron Station
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HQ AFLC/DSTZ Library
Wright-Patterson AFB OH 45433-5999

HQ AFLC/DS /
Wright-Patterson AFB OH 45433-5999

HQ AFLC/DST
Wright-Patterson AFB OH 45433-5999

HQ AFLC/DSTTP
Wright-Patterson AFB OH 45433-5999

HQ USAF/LETT
Washington DC 20330

HQ AFSC/LGT

0C-ALC/DST
Tinker AFB OK 73145

00-ALC/DST
Hill AFB UT 84406

SA-ALC/DST
Kelly AFB TX 78241

SM-ALC/DST
McClellan AFB CA 95652

WR-ALC/DST
Robins AFB GA 31098

ASD/AWL
Wright-Patterson AFB OH 45433

ASD/ALXP
Wright-Patterson AFB OH 45433

AFSC AD/YNP
Eglin AFB FL 32542

GSA, Office of Engineering Mgt

Packaging Division
Washington DC 20406
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Commander

Naval Supply Systems Command
Attn: N. Karl (SUP 0611F)
Washington DC 20376-5000

Commander

Naval Air Systems Command
Attn: E. Panigot (AIR 41212A)
wWashington DC 20361

Commander

Space and Naval Warfare Systems Command
Attn: T. Corbe (Code 8218)

Washington DC 20360

Commander

Naval Facilities Engineering Command
Hoffman Bldg. #2, Room 12S21

Attn: C. Manwarring (FAC 0644)
Alexandria, VA 22332

Commanding Officer

Naval Construction Battalion Center
Attn: K. Pollock (Code 15611K)
Port Hueneme, CA 93043

Commander

Naval Sea Systems Command
Attn: G. Mustin (SEA 66P)
Washington DC 20362

Commander

Naval Sea Systems Command
Attn: F. Basford (SEA O05M3)
Washington DC 20362

Commanding Officer

Naval Aviation Supply Office
700 Robbins Avenue

Attn: J. Yannello (Code EPP-A)
Philadelphia, PA 19111-5098

Commanding Officer

Navy Ships Parts Control Center
P.O0. Box 2020
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Mechanicsburg, PA 17055-0788
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Naval Air Engineering Center
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Commanding Officer
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Colts Neck,NJ 07722-5000
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DIMENSIONAL ANALYSIS
(18 Nov 87)

Drawing Actual
Drawing No. Part View Dimension Dimensions
(Inches) (Inches)
101312 Clamp, Fwd Front 12.36 + .06 12.13
(inside length)
101312 Clamp, Fwd Top 179 + 1°%* 36°
i (right, top angle)
101313 Clamp, Aft Front 9.75 + .06 9.56
(inside height)
) 101313 Clamp, Aft Front 12.44 + .06 12.25
’ (inside length)
101313 Clamp, Aft Bottom 14.88 + .03 14.68
(length, c to c)
101313 Clamp, Aft Bottom 1.22 + .06 1.31

* The angle is not dimensioned on drawing,

using given dimensions.

value calculated




AC INC CONTAINER TEST PLAN AND RESULTS

1. Initial leak test (1 hour Pressure & Vacuum):
a. Container 101:
1) Pressure: 2 Feb
a) First test: leaks at aft alignment pin side
4, leak rate >.075 psi/hr, FAILED.
b) Second test: leaks at T-bolt 2, leak rate
.010 psi/hr, PASSED.
2) Vacuum: 4 Feb, cover deflection 1-7/8" at aft
end, leak rate .020 psi/hr, PASSED.
b. Container 103:
1) Pressure: 2 & 3 Feb
a) First test: would not hold pressure, leaks
along flange.
b) Second test: 1leaks at fwd alignment pin side
4, and T-bolts 16 & 18, leak rate >.076
psi/hr, FAILED, cleaned sealing surface.
c) Third test: leak at T-bolt 18, leak rate
<.001 psi/hr, PASSED.
2) Vacuum: 4, 5 & 9 Feb, cover deflection 2" aft end
a) First test: leaks around T-bolt 18, leak rate
.056 psi/hr, FAILED.
b) Second test: 1leaks around T-bolt 18, leak
rate .060 psi/hr, FAILED.
c) Third test: 1leak rate .103 psi/hr, FAILED,
replaced gasket.
d) Fourth test: 1leak rate .110 psi/hr, FAILED,
sealing compound applied to forkwell bolts.
e) Fifth test: leak rate .050 psi/hr, PASSED.
c. Container 104:
1) Pressure: 2 Feb, leak rate .002 psi/hr, PASSED.
2) Vacuum: 4 Feb, leak rate .050 psi/hr, PASSED.
d. Container 106:
1) Pressure: 3 Feb
a) First test: leaks at pressure relief valve
opening, T-bolt 7, and between T-bolts 6 & 7,
leak rate >.060 psi/hr, FAILED, sealing
compound put around pressure relief valve
opening.
b) Second test: leak rate .056 psi/hr, FAILED,
tightened T-bolts.
c) Third test: 1leak rate .01 psi/hr, PASSED.
2) Vacuum: 4 Feb, leak rate .044 psi/hr, PASSED.

2. Rough handling, ambient (stacked pendulum impact): 5 Feb
a. Container 104 - bottom container:

1) Side 3: did not remain stacked, damage to stacking
interface, aft clamp hitting desiccant basket,
FAILED.

2) Side 1: remained stacked, abrasion.

3) Side 2: remained stacked, chips from gel coat at T-
bolt 3, 4, & 9.

Atch 2
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AC INC CONTAINER TEST PLAN AND RESULTS (CONT'’D)

4) Side 4: remained stacked, chips from gel coat at T-
bolts 13 & 20.
b. Container 106 - top container:
1) Side 3: did not remain stacked, damage to bottom
aft end of container, hole.
2) Side 1: remained stacked, no apparent visual

damage.

3) Side 2: remained stacked, no apparent visual
damage.

4) Side 4: remained stacked, no apparent visual
damage.

3. Leak test, 15 min Pressure: 5 & 8 Feb
a. Container 104:

1) Leak rate .243 psi/15 min, FAILED, therefore the
rough handling test, ambient, stacked pendulum
impact test FAILED.

2) Leaks found at bolts in forkwell area (below T-
bolts 5, 8, 15 & 18), T-bolt 8, 9, 13 & between 14
& 15 and tiedown rings at T-bolts 9 & 14. Side 4
straps unstitched. (Straps were replaced on 9 Feb!

**Sealing compound was put around all attachment points of
containers 101, 104 % >u6. Container 103 had sealing compound
previously applied r~n 'orkwell area bolts (see 1b2d).

b. Container 106:
1) would not hold pressure, hole found in bottom aft
end of container.

4. Rough handling, +140°F (container 101): 11-12 Feb
1) Corner 1-2, no apparent visual damage.
2) Corner 3-4, no apparent visual damage.
3) Edge 3, no apparent visual damage.

4) Edge 2, no apparent visual damage.
5) Side 1, no apparent visual damage.
6) Side 2, no apparent visual damage.
7) Side 3, no apparent visual damage.
8) Side 4, no apparent visual 8amage.

S. Leak test on, 15 min Pressure (container 101): 12 Feb

a. Leak rate .116 psi/15 min, FAILED, therefore rough
handling tests, +140°F FAILED.

b. Leaks found at bolts in forkwell area, flange area.
Opened container, cushion loosened in fwd area (1/3),
side 4 straps unstitched, back strap had bent u-bolt and
a chunk of fiberglass detached from saddle. Side 2
straps loosened, fwd clamp had crack down middle and
gouge on interior where missile shifted. Top of fins on




10.

AC INC CONTAINER TEST PLAN AND RESULTS (CONT‘D)

missile hit desiccant basket and caused damage. On
cover (side 2), the fwd clamp hit and created stress
cracks where it hit. Rubber strips on saddle loosening.

fall drop test, 18" (container 103): 10 Feb
No apparent visual damage.

test, 15 min Pressure (container 103): 10 Feb

Leak rate .177 psi/15 min, FAILED therefore the free
fall drop test, 18" FAILED.

Leaks found at flange area, T-bolt torque values were
recorded and were not consistent (i.e. #18 32 in-lbs and
#15 165 in-1lbs).

Hoisting strength test (container 103): 9 Feb

a.

Leak
a.

No apparent visual damage and/or deformation.

test, 15 min P (container 103): 10 Feb
Leak rate .005 psi/15 min, PASSED, therefore the
hoisting strength test PASSED.

Free fall drop test, 4’ (ctr 106): 10 Feb

a.

The container held its contents, PASSED.




